
Unit Method N0S1005
Paper

No

μm
Using TECLOCK

SM-114
180

g/m2 ASTM-D646 50
MD >25
XD >18
MD 3300
XD 1500

secs
Gurley

Method
<10

mΩ*cm2 ASTM C-611* <7
*Through-Plate Resistance Four Point Measurement, copper plate contact under 200 psi, testing

area 19.6cm²

Tensile Strength

Thickness

Air Permeability
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CT Carbon Paper Properties

Property

Basic Weight

N/cm ASTM D-828

Through-Plane

Fiber type

Microporous Layer

Flexural Modulus Mpa ASTM D-790
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